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TECHNICAL NOTE NO. 1410

AN IMPROVED PHOTQELASTTIC METHCD FOR DETERMINING PIANE STRESSES

By C. B, Norris and A, W, Voss
SUMMARY

An improved photoelastlc method has been developed for determining
stress concentrations which occur in nonisotropic materisls under load,
Drucker's method has been extended by means of an additional obligue
photograph, and simpler equations for relating fringe order to principal
‘gtresses were obtained. The present method 1is consldered more accurate
than Drucker's and also provides a means of determining the directions
of the principal stresses. The determination of these directions, how—
ever, is not sufflclently accurate,.-and the use of a stress coat was
found desirable for greater accuracy.

INTRODUCTION

One of the pertinent problems involved in the use of nonmetallic
materials for alrcraft construction is the determination of the stress
concentrations which occur in such nonisotropic materials under load.

In an investigation of this problem the firat type of stress distribu—
tion selected for study was that which ocours around a loaded dbolt
passing through nonisotropic meterials. In order to attack this problem,
a photoelastic method has been developed. The present report describes
this method end elso lts use in determining stress distributions in a
loaded bolt, A review of the literature at the oubtset of the Investi-
getion indlcated that the exlsting methods of photoelastlic stress anslysis
were not entlrely sultable for use in the problem under study. The usual
and more slmple photoelastlc methods require the model to have & free
edge, a requirement 4difficult to fulflll in this case.

In order to overcome this limitation, several methods for analysis
at single points have been developed (references 1 and 2), but these
become tedious when anslysis over sn ares 1s attempted. Others
(references 3 and 4) that are more suitable for enslysis over an area
requlre speclel apparatus as well as extreme care In the preparstion
of models. '

Druckerts oblique—incldence method (reference 5) is essentielly a
point-by—point procedure unless his more complicated general egquations
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cen be made applicable. Frocht states their use is practicable (refer—
ence 6), but according to Drucker they cannot be applied accurately.

It was found in the present study that Drucker®s mathod can be
extended and made more useful by means of en additional oblique photo—
greph and that simpler equations for releting fringe order to principal
stresses can be obtalned. The resulting procedure developed in the
present investigation is considered more accurate than Drucker?s original
one, and, in aesddition, makes avallable a means of determining the direc—
tions of the principal stresses. The determination of these directions,
however, 1eg not sufficlently accurate, end the use of a stress coat
(reference 7) was found desirasble for greater accuracy.

This work was conducted st the Forest Products Laboratory under the
sponsorship and with the flnanclal assistence of the National Advisory
Cormittee for Aeronsutics,

APPARATUS

An spparatus was designed and bullt to utilize the double-—oblique
method of photoelastic analysis. The light, lenses, and camera for the
polariscope were mounted on a track supported by a frame and bars (fig. 1).
Each of the two slde members of the freme was mounted on crossed pins
that permitted the light to come from any direction within 0° to 450 of
the normal positlon. ' .

The polariscope and supporting rig in position in s testing machine
are shown in figure 1. The essential parts of the polariscope from left
to right are transformer; mercury vapor lamp, filter, and 10-inch lens,
the last three items covered by the shield; 8&—-inch—diameter polarizing

plate; quarter-wave plate; space for the specimen; quarter—wave plate;
anelyzing plate; 10—inch lens; and camera with 8- by 1O—inch ground-gless
viewing plate. These 1tems are mounted on tracks that are pin~connected
to the cross bars., The cross bars are free to pivot on the bolt hangers..
A gradusted quadrent mounted on the left end of the second cross bar 1s
read ageinst a pointer attached to the bolt hanger to determine the angle
between the line through the horizontal pivote and the optic axis, The
bolt, hangers are suspended from channel iron members. BREach channel is
supported by a pin parallel to the hangers, and these plns are supported
by alined horizontal pins. The angle between the horizontal plang and
the projection of the optic axis on a plane perpendicular to the hori-
zontally alined pins is read by means of a graduated quadrant mounted on
the bage and a polnter mounted on the horizontal pin, The supporting
structure is nmade of plpe, channelsg, and bars welded together to leave
eccess to the base of the testing machine and to the space for the
specimen. Counterweights are placed where necessary to balance the
asgembly sbout the crossed pivots,

Doy
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THEORY OF TMPROVED PHOTOELASTIC METHOD

Druckerts general equations are: y _
/2

-, (1+ cos? @) cos 20 % 2 cos § (noe ~n?2 gin® 29) ny
. = + — (1
E 2 gin? ¢ 2 ()
' L 1/2
—, (1 + cos? @) cos 26 £ 2 cos ¢ (noa ~ 0,2 sin? 26 n,
n, = - — (2)
2 gin? ¢ 2

where the symbols are dsfined as follows:
n, fringe order for the algebralcally larger of the principal stresses
ng fringe order for the other principal stress g

nn fringe order from photograph with light normal to surface of model

B

o fringe order from photograph with light obligue to surface of model

angle between dlrectlon of light inside model end a normal to 1ts
surfaces

2] orlentatlon of p measured counterclockwise from x-exis
Iet ny = ng + ng; then, adding equations (1) and (2) gives

1/2
-, (1 + cos? @) cos 29i2005¢(n°2- 2 gin? 29 /

Ny = —y (3)
This equation mey be put in the form:
nI2 sin* g+ onn, (L+ cos® @) sin? @ cos 26 + nn2 sin’ $ cos® 26
+ ll-(nn2 - n12) cos® @ = 0 (b)

where n; 1s the fringe number in the oblique photograph.

An additional oblique photograph ls taken with the light beam rotated
8o that the plane defined by its axis and the normal is at angle of 90°
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to the similar plane associated with the first obllque photograph. Equa—
tion (%) applies also to this photogreph if 6 1s replaced by 6 + %

that 1s, the value of cos 20 1s reversed in sign. On inserting Dy, the
fringe number from the second oblique photograph, in place of n; and
chenging the sign of cos 20, equation (4) becomss

n,2 sin* @ — 2ngn (1 + cos? @) 8in? @ cos 20 + n 2 sin* @ cos® 26
. h.(nna - 1122) cos2 ¢ = O (5)
Subtracting equation (5) from equation (k) leaves
bnn, (1 + cos? @) sin® @ cos 20 + h<%22 -n12) cos® B =0  (6)

which can be put in the form:

n. cos? ¢ (7
Ny nn2 (1 + cos? @) sin? @ cos 28 7

The velues of m, n,, and n, at any polnt In an area may be

determined from one group of photographs. The angle @ is the angle
between the obllique ray of light inside the model and a normal to the
surfaces of the model., The angle & 1s measured by using the stress—
coat technique, The value of n, 1s determined by using these values

in equation (7). It.may be noted that no serious confusion of sign
results from the use of this equation. The princlpal stresses are then
easily determined:

nx=np+nq
(8)
Dp =0p =0y
Addition gives twice the fringe number for one princlpal stress, and

subtraction gives twice the fringe number for the other. Equation (7)
becomes indeterminate when 6 = ﬁ. and n; = n,, vut this difflculty
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may be avoided by taking an additional pailr of oblique photographs at an
angle of h5° to the first pair. - -

Equations (7) end (8) have the following advantages over eguations (3)
to (6) of Druckerts paper (reference 5):

1. Equation (7) is general; it applies for any position of the
principal axes of stress.

2. Drucker defines n, as algebraically larger than - This

leaves some doubt regarding the identification of np and ng. Eque-
tions (7) and (8) meke this identification clear,

3. The right—hand member of equation (7) is independent of the sign
of n,, n;, eand ny; thus the ratio ny/n, has a wnique valus. This

eliminates the confusion in the use of Drucker's equations because the
sign of ngy i1s not known.

k, Both methods are concerned with differences of fringe values
measured from two photographs. The differences encountered by Drucker
are Ny —~1n, cos § and n, cos 8 — ng (in Druckerts notation). The

differences encountered in the method described herein are n12 - n22 or

(nl + n2) (nl - n2) . Usually the value of . nj; —n, 1s about double that
of n5-n,, =nd the accuracy of the present method is therefore about
twice that of .Druckert®s.

COMPARTSON OF RESULTS FROMl PHOTOEIASTIC METHOD AND ELASTIC THEORY

A 2-Inch—-dlameter clrcular dlsk 0.252 inch thick was loaded in com—
pression at opposite ends of a dlameter. This model was placed so that
its central plens was vertical snd contalned the line hetween the hori-—
zontal pivots of the polarlscope Jig. Before load was applied, two
photographs were taken with the llght normal; one photograph is shown
in figure 2 with white background and one in figure 3 with dark back—
ground to show the initiasl fringe pattern. Load was then applied through
round steel rods 0.125 inch in dlameter. PFhotographs were teken with
both white and dark backgrounds and with light direction (1) normel,

(2) rotated vertically 45°, (3) rotated horizontally 45°, and (L)

rotated 48° 19' from the normel in a 45° plane. These are shown re—
spectively in figures 4 to 11, The photographs shown in figures 10

and 11 were taken to provide data near the ends of the dlagonal dlameter
of the model bscause of the posslbllity that data from the other photo~
graphs might lead to indeterminate values of equation (7). This difficulty



6 NACA TN No. 1k10

wag not encountered In the anslysis, and therefore the data from these
photographs were not employed. After the fringe patterns wmder load
had been photographed, the load was removed and the photograph in
figure 12 was teken to show the residual fringe patiern in the wicinity
of the concentrated loads.

The model was later sprayed with a stress—indicating lacquer. After
the lacguer dried, load wasg agelin applled, Cracks perpendiculer to the
principal tensile atress formed In the lacquer., These were dye-etched
to preserve them, After the coasted speclmen had remained under load
about 1 hour, the lacquer and the model were chllled wlth alr passed over
dry ice. The load was immedlately released; the result was a formation
of cracks pervendicular to the principal compressive stress. These also
wvere dye-—etched. A photograph of the etched cracks is shown In figure 13.

A circle 1.20 inches in dlsmeter had been drawn on each surface of
the disk so that correct measurements could be made on the prints In
units of the radlus of the scribed clrcle. A transparent interpolator
was used to read the location of fringes to a radius of 0.0l., Curves
with fringe mumber as ordinate and distance from the center of the model
as abscissa were prepared for the verticel dlemeter of the disk (fig. 1h),
the horizontal diameter (fig. 15), and a dlameter at 45° to the vertical
diemeter (fig. 16). The values of the angle 6 between direction of
principel stress at various points along e U45° diameter and the x-axis
were determined from the photograph in figure 13 and are plotted in
figure 17. The index of refraction was obtained from the roteted vlews
showing the two scribed clrcles displaced in the horizontal and In the
vertical dlrections,

From the values of m, n,, n,, 6, and @ so obtained, the

values of n, were computed (by equation (7)) for several points on
the vertical, horizontal, and 45° diameters. From ny, end n,, the

velues of ny and n, were obtained and ere plotted in figures 18 and 19

for the horlzontal and verticel dlameters, 'respectively.- A smooth curve
was drawn through these valuss In each figure.

The mathemetical determination of the principel stresses 1s based on
the theory given by Timoshenko (reference 8) from which the following
generel equations for the principal stresses at any point 1ln o dlsk under
edgowlise compression with point load wore derived:

°'u=a-%'(dl+°2+\/°12+2°1 0 cosQB+022> (9)

o =8 —.% o] + Op — \/012 + 20y 0, cos B + 922) (10)
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Factors in equetions (9) and (10) are:
L l(x/d.)2 (2 = cos 28) + (x/d)LL

-cos 2B = B 2 " . (11)
1 _1 2
2 é-(x/d.) | cos 2A + (x/d)
L_ZcosA
oy =a 2_d (12)

(Jc/d.)2 - % cos A + 1/4

1 x
+ =cos A
o, =a 2.3 - (13)

(x/d)2 + % cos A + 1/l

where

¢ principal stresses at a polnt

u? v
x radlal distence from center of disk to polnt
d diameter of disk
A engle between loaded dismeter and line from center of dlsk to
point
= 28 |
& nd
P load

From equations (9) and (10) the following formulas were obtained for
the principal stresses on the horizontal and vertlcal dlameters: On the

horizontal diemster with ¢ =Z and cos § = O,

, o]

O, =2 1l - (11*')
| (62 + @)
r— . 1

2
omalio g ] )
(d . xg)e

l_ -
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On the vertical diameter with @$ = O and cos § = 1,

d d

o, =8a{l— - (16)

u

Oy = & ‘ (17

The numerlical value of a required to express the theoretical stresses
in units of fringe order was determined by the method of least squares by
using the crosses on the curves in figures 18 and 19 for the horizontal
and vertical diameters, respectively. This value of a was used to
determine the principal stresses in unlts of fringe order on the dlameter
at 45° to the horizontel, on the horizontel diameter, and on the vertical
diameter. Polnts were not taken at the center of ths dlsk because the
wide fringes were difficult to locate accurately; polnts were not taken
near the edges to avold the initial fringes (fige. 2 and 3) and the
residual fringes (fig. 12).

In figure 20 the computed principal stresses in fringe-order ualts
are shown by the curves, and the experimentally determined principal
streases In the seme units are shown by the plotted polints.

DISCUSSION

A comparison of the stress distribution obteined by the photoelastic
method wlth that obtalined by the mathematicel theory of elasticity 1s
of interest. Such a comparison 1s given in figure 20, in which curves
obtalned by the theory of elasticity and points obtalned by the photo-
elestic method are compared. The fringe value, which relates the stress
to the fringe order, was obtained by fitting the mathematicel curves %o
the experimental data of figure 20(a) to 20(¢) by the method of least
squares as previously described. The fringe velue so determined was used
in drawing the curves in figure 20(e).

The data agree with the mathemstical curves reasonably well in most
instances, The deviations can readlly be explained by an analysis of
the erxperimental technique. Of course, it was impossible to apply true—
polnt loeds to the disk., Also the stresses near the points of epplica-—
tion were of necessity extremely high, and the materlal of the model
became plastlic at these points, The result was the develcpment of local
areas of approximate hydrostatic stress which Increased the horizontal
tension In adjacent parts of the specimsen. The presence of such tensile



NACA TN No, 110 : 9

.stresses 1s indicated in figure 20(e). These plastic areas slso tend to
decrease the vertical compressive stress at the center of the specimen
and to increase it near the ends of the horizontal dlsmeter. (See

fig, 20(d).) Of course, the photoelastic method i1s not expected to
yield eccuraete stresses et locatiomns in the speclmen at which plastic
flow is present; thus the measured stresses at or near the residual
fringes shown in figure 12 are in error. This error is shown in

figure 20(c) and 20(e).

The data taken on the 45° diagonel of the disk serve best as a
verification in the improved photoelestic method, since it was necessary
to use the isostatic lines obtained by the stress~coat method (fig. 13)
to determine the experimentel values. Although the principel stresses
on the vertical and horizontal diameters could have been obtained by
Drucker®s method, the improved method was used, with 6 = O or 121,

because of the simplicity of 1ts application. On the L45° diameter, the
ratio of the photoelastically observed principasl tensile stress to the
computed value is 1.00 at the center of the dlsk and 1,10 at the position 0.4
of the radius from the center. This ratio for the compredsive principal
stress 1s 0,96 at the center of the disk and 0.94 at O.k of the resdius

from the center. Stresses closer-to the edge of the disk are considered to
be inaccurate becsuse of the errors prevliously dlscussed.

CONCLUDING REMARK

It can be concluded that the improved oblique method of photoelastic
analysis yields reasonably accurate results over regions of the photo-—
elastic model which are not subjected to excessive stress concentrations.

Forest Products Laboratory, Forest Service
U. S. Department of Agriculture .
Medison, Wis., July 15, 1946
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Figure 1.~ Polariscope and supporting rig placed

in testing machine.
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Figure 2.~ Disk before load was applied. Light normal, white background.
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Figure 3.~ Disk before load was applied. Light, normal, dark bac_kg__rou.nd. |
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< ' Figure 4.~ Disk under load. Light normal, white background.
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Figure 5.- Disk under load. Light normal, dark background.
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Figure 8.- Disk under load. Light deflected 45°, white background.’
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Figure 7.~ Disk under load. Light deflected 450, dark background.
NACA
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Figure 8.- Disk under load. Light rotated 45°, white backg
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Figure 9.- Disk under load. Light rotated 45°, dark background.
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Figure 10.- Disk under load. Light oblique 48_0 19'_, white background.
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Figure 11.- Disk under load. Light oblique 48° 19', dark background.
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Figure 12.- Disk after load was removed. Light normal, white background.
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Figure 16.- - Fringe-order curve for diameter at 45° to vertical diameter of disk.
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Figure 19.- Principal stresses on vertical diameter.
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